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.KET QUA THU NGHIEM
TEST RESULT

6ng nhua xo6n chiu luc OSPEN A70p0
2.Khich hing : COng ty-Cd phdn An Dat Phdt

3. Sd luong ni6u : 01 m6u 4. Ngiy nhAn m6u: 19 I 031 }OLS

5. Tinh trang mAu: 01 doan dng nhua ddi I m6t

6. Thdi gian thil nghi6m: Til ngdy 201 031 2015 ddn nghy 3Ll 031 2015

TRUdNG PTN uANc .TIEU ouxc

Pham Thriy Hang
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Kich thudc co ban
- Duong kfnh ngoii
- Duong kinh trong

D0 bdn k6o dft

D0 bdn ho6 chat
- NaOH 407o: - NaCl IjVo
- H,SO o 40Vo; - HNO3 30Vo

Dd bidn dang khi n6n vdi luc 852N

Luc dat duo. c khi n6n m6u bidn d+ng
60Vo dudng kinh ngodi

Luc dat duo. c khi n6n sdt dng

D0 bdn va dAp
( h=2ttt; m = 2,25 kg )

D0 chiu nhiet Vicat
Q0 bdn diOn 6p(10 kV trong 1 phrfi)
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N

N
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Tham khio
ISO 1452-2:2009

Tham khf,o
TCVN 7434:2004
KSM 34t3:1995

TCVN 7997:2009
Mgc 5.1

Tham khio
TCVN 1997: 2009

Muc 5.1
Tham khio

TCVN 7997: 2009
Muc 5.1

Tham khio
ISO 3127:1980

ASTM D1525:2009
TCVN 8699:201I'

89,8
70,r
1998

KhOng phai miu

3,3

381  I

4926

KhOng vd

83
KhOne bi d6nh thtrne

Hd Noi, ngdy 0I I 04 12015

L
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Phi6u k1t qud ndy chi c6 gid tr! d6t voi mdu th* do khdch hdng dua tai.
This test results is value onlyfor ymgles taken by gustomer.
Khdng duqc trich sao mQt phdn k€t qud ndy ndu kh6ng daqc sU d6ng y a)a trung tdm K! thuqt I.
This test results shall not reproduced except infull, without the weitten approved of QUATEST L
TOn mdu vd t)n khdch hdng duqc {ht theo y€u cdu cila khdch hdng.
Name of sample and customer are written as customer's request.
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